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SPETECH sp- Z 0.0. ab -’;'-.='""_."‘.:':‘5[)(’.'1.{'.'_' B

No. 37/LBMU/23.02.2021

Licnato iy spetech.c

The flat gaskets:
SPETOMET® MWK 18 / 28 APX2 th. 5,0mm

{kammprofile type)
of the manufacturer:

C.S.U.T SPETECH Sp. z 0.0.
43-382 Bielsko-Biata, ul. Szypréw 17, Poland

geometry: 118,0/138,0/50  mm/mm/mm | A '

initial gasket stress: 67,3 MPa TOVRheinlsed
temperature of exposure: 450 -G

period of exposure: 48 h

remaining gasket stress (step 1): 58,5 MPa

reduced surface pressure (step 2): 5,0 MPa

stiffness level: 500 kN/mm

test medium: nitrogen

The gasket has been tested in compliance with the VDI Guideline 2200.
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In step 1 — no blow out, in step 2 — no blow out.
The tested gasket has the blow-out resistance required in accordance with VDI 2200.
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This certificate is valid only with the test report No. TR/537/LBMU/23022021

Bielsko-Biata, February 23, 2021 M.Sc %z Zajaczek
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